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Parameter Result Unit Test Method 

Particle Size Distribution +6 +1.00 mm 3.2 

6 x 12 1.00-0.425 mm 96.1 % ASTM 0-2862-16 

-12 -0.425 mm 0.7 

CTC Activity 60.92 % ASTM 0-3467-14 

Moisture Content 2.48 % ASTM 0-2867-14 

Ash Content 2.01 % ASTM 0-2866-11 

Apparent Density 0.503 g/ml ASTM 0-2854-14 

Ball pan Hardness Number 99.39 Number ASTM D 3802-16 

Iodine Number ' . 1143 mg/g ASTM 0-4607-14 

Platelet Content 1.52 % AARL 

Surface Area [BET) 1134 M2/g 

Rolling Bottle Attrition 1.09 % AARL 

DATE 18.07.2019 

Dimitry Dolidze International Su~~lies; 
CUSTOMER ID 01026001321 

63 Kostava St. 72 ai:1.Tbilisi , Georgia , 

DESTINATION GEORGIA 

INVOICE NO CEY-DDIS-2019-001 

ORDER NUMBER CEY-DDIS-2019-001 

PRODUCT CE GOLDCARB 6x12 W5 [ACTIVATED CARBON) 

QUANTITY 20 MT 

PACKING TYPE 40 Super Sack Bags x 500 KGS 

CONTAINER NO TEMU- 770342-2 

SHIPMENT DATE 18.07.2019 

CERTIFICATE OF ANALYSIS 

Company Reg No.: PV80307 
The Specialist Manufacturer of ACTIVATED CARBONS & Service Consultants for Greener World 

CEYCARB (PVT) LIMITED. 


