
შპს „ კასპიის  საინსპექციო  კომპანია“, საგამოცდო  ლაბორატორია        

Caspian Inspection Company LLC (CIC), Testing Laboratory

აღმასრულებელი  ოფისი:                      Executing Office:

სერგი მესხის ქ.№68                                  Sergi Meskhi 68 str. 

6002 ქ.ბათუმი, საქართველო                6002 Batumi, Georgia 

Client: 04.11.2022

0960

04.11.2022

04.11.2022

07.11.2022

07.11.2022

No Tests Units Limits Result 

1 Kinematic Viscosity at 100 deg C mm²/s 12.5 - 16.3 13,94

2 Viscosity Index 130 Min 160

3 Flash Point by COC deg C 205 Min 240

4 Pour Point deg C Minus 35 Max Minus 36

5 Ash Content pct wt 1.3 Max 0,97

6 Water by distillation pct wt traces Traces

7 Sediment by extraction pct wt 0.015 Max 0,005

8 Density at 20 deg C kg/m³ Not Determined 866,7

Note:  This result only applies to the presented sample  

Remarks:

ASTM D 1298-12b(2017)  

GOST 20287 (B)

ASTM D 482-13

ГОСТ 2477-2014

ASTM D 473-07(2017)e1 

Method

ASTM D 445-18

ASTM D 2270-10(2016) 

ASTM D 92-05a(2010)

SAMPLED BY: Submitted to us REPORTING DATE:

Not Available SAMPLING DATE:

LOCATION / TERMINAL: Batumi / Bagrationi Gas Station SAMPLE RECEIVED:
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SOCAR GEORGIA PETROLEUM 

Analytical Report 

    

სსტ ისო/იეკ 
17025:2017/2018    GAC–TL-

0263                            
(05.09.19 - 05.09.23)

Nomination Date: 

0960

PRODUCT DESCRIPTION: Compressor Oil (Unused) CIC SAMPLE №:

SAMPLE TYPE: SAMPLE ANALYSED:Not Available

SAMPLE SOURCE:




