

1. What kind of suspension is distilled?
            Pulp, tails of copper flotation. 
2. What is the density of the suspension?    
1.14 t / m3     
 PH of suspensions :7-12
 
3) Can get some other parameters of it?      
1. Granulometric composition of tails
	Class size mm
	output %

	
	

	”+0.200
	13,2

	”-0.200+0.140
	9,7

	”-0.140+0.100
	8,8

	”-0.100+0.074
	9,2

	”-0.074+0.045
	7,8

	”-0.045+0
	51,3

	всего
	100


    







2. Pulp Pressure
[bookmark: _GoBack]18.5 - 20 atmospheres pressure
